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CIN - U74220DL1998PLC092698

Report No. 150813021/1508130073 Date: 27-Aug-2015
Sample Description : DOR  13-Aug-2015
DESICCANT CLAY TYPE (AS PER DIN 55473)

KHOPOLI, MUMBAI

onel/Fax. 27831346,9810024527
nd Attn MS. NEHA DHIR

Your Ref. No

Date of Start of Testing - 14-08-2015
Date of completion of Test- 26-08-2015
ID- 1508130073

1. | pH value 6.74 3.5-8.0

2. | E. Conductivity, S/m at 25°C 0.09 Max 0.3

3. | Water Soluble Substance, % w/v 1.30 Max 2.0
Adsorption Capacity,(32 units) gm )

4 | (at 23°C,40% RH for 7hrs.) o M 60
Particle Size, %

5. | Passing 6.3mm sieve 100 0
Passing 0.25mm sieve 0 M 290

Remark:- The sample meets the requirements as per DIN 55473.
**********END OF REPORT**********
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